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Introduction

This report gives the results of a connection testing program carried out to evaluate the
mechanical/frictional performance of the connection between Big BlockRmodular concrete
block units manufactured by Big Block Inc and Stratagrid 350R geogrid using the frictional
connection configuration.

The test program was initiated in response to an email authorization to proceed fromMr.
Brian Schaller received 5 February 2009.

The tests were carried out at the laboratories of Bathurst, Clarabut Geotechnical Testing,
Inc. in Kingston, Ontario, under the supervision of Mr. Peter Clarabut.

Objectives of test program

The facing-geogrid connection between Big Block units and Stratagrid 350 was investi-
gated using a very large-scale connection test apparatus.

The principal objective of the testing was to evaluate the mechanical/frictional perform-
ance of these connections. A second objective was to make preliminary recommendations for
the selection of long-term tensile connection capacities to be used in the design and analysis of
geogrid-reinforced soil wall systems that employBig Blockmodular concrete blocks in combi-
nation with Stratagrid 350 geogrid.

Materials

Big Block 24 units are solid concrete blocks weighing approximately 1500 pounds per unit.
The nominal dimensions of the block are 24 inches wide (toe to heel) by 18 inches high by 48
inches long. Construction alignment and wall batter is achieved bymeans of a protruding sec-
tion of concrete on the bottom of the unit and a receiving open-section on the top of the lower
unit. The blocks used in this series of tests were received 3 April 2009 and designated as
BIC-09-020 and BIC-09-021.

Stratagrid 350 geogrid is a coated bi-directional geogrid composed of 100%polyestermul-
tifilament yarn. Stratagrid 350 geogrid has a tensile strength of 4350 lb/ft in themachine direc-
tion (basedonASTMD6637methodof test and reported in the2007GeosyntheticsSpecifier’s
Guide, published December 2006). The geogrid specimens used in this series of testing were
cut from roll/lot #1827104/01827 received at our laboratory on 10 November 2008.

Apparatus and general test procedure

The method of test used in this investigation follows that reported by Bathurst and Simac
(1993) and recommended by the NCMA (Simac et al. 1993) and ASTMD 6638. A brief de-
scription of the apparatus and test methodology is presented here. The test apparatus used to
perform the tests is illustrated in Figure 1. The test apparatus allows tensile loads of up to
35,000 pounds to be applied to the geogrid while it is confined between two block layers. The
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facing blocks were laterally restrained and surcharged vertically. Two strips of grid reinforce-
ment 24 inches wide (total 48 inches) were attached to a roller clamp and the grid extended
over the facing block. Two blocks were placed over the lower blocks and centrally located to
create a running bond (joint) formed by three underlying units to simulate the staggered
construction procedure typically used in the field. Two wire-line LVDT(s) were connected to
the grid tomeasure grid displacement at the backof the blocks. Wall heightswere simulatedby
placing two blocks over the interface and applying an additional surcharge load using the pair
of vertically-oriented hydraulic jacks shown inFigure 1. The connection force was applied at a
constant rate of displacement (i.e. 3/4 inch/minute) using a computer-controlled hydraulic
actuator. The load and displacements measured by the actuator and the LVDT(s) were re-
corded continuously during the test by a microcomputer/data acquisition system. All blocks
used in the testswere visually inspected to confirm that theywere free of defects. Each testwas
continueduntil therewas a sustained loss in connection loaddue to geogrid rupture or pullout.
Following each test, the blocks were removed and the grid examined to confirm failuremodes.
A virgin specimen of grid was used for each test.

The only variable in this series of connection tests was the magnitude of surcharge load.

Test program

The surcharge loads used in the test program are given in Table 1. Also tabulated are the
failure loads observed for each test.

Test results

A summary of tensile loads at peak capacity and after 3/4 inch displacement is given inFig-
ure 2.

The peak connection capacity between Big Block units and Stratagrid 350 for walls be-
tween 5.5 and 29.9 feet in height ranged between 20 and 32% of the index tensile strength of
4350 lb/ft in themachine direction (based onASTMD6637method of test and reported in the
2007 Geosynthetics Specifier’s Guide, published December 2006).

Two repeat tests were performed and the results inFigure 2 illustrate that there is variabili-
ty in connection capacity between nominal identical tests. This variability is less than10%of
themean peak load criterion required by theNCMA (e.g. maximum variability is 8.2%) and is
likely the result of small differences in the setting up of the blocks and laying out of the geogrid
reinforcement. The trends in data for connection loads at 3/4 inch displacement and peak con-
nection capacity have been plotted using linear curves. The reduced connection capacity at
lower surcharge loadsmaybedue to the combinedeffect of lower surchargepressure andmore
grid slippage.

All tests ended in rupture of one or more geogrid longitudinal members. In all tests there
was some localized rupturing of the longitudinalmembers aswell as junction failure after large
displacements. Therewas evidence of slippageof the gridwithin the concrete block-grid inter-
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face in all tests. Grid straining and slippage caused abrasion of longitudinal members as the
geogrid was pulled across the concrete surfaces. The amount of slippage was seen to diminish
with an increase in wall height.

Implications to Big Block design and construction with Stratagrid 350 geogrid using the fric-
tional connection configuration

The long-term design connection capacity in the field must be less than the peak capacity
envelope determined in this test series for the same method and quality of construction. The
NCMASegmental RetainingWall DesignManual (First Edition, 1993) recommends that the
design connection capacity at a given surcharge load for a critical wall structure be the lesser of
thepeak capacity dividedbyaminimumfactor of safety (not less than1.5) or the capacity based
on a 3/4 inch displacement criterion. The design curve in Figure 3 is controlled by the 3/4 inch
displacement capacity criterion.

The design capacity envelope illustrated inFigure 3 should be usedwith caution. The actu-
al design capacity envelope should be lower if the quality of construction in the field is less than
that adopted in this controlled laboratory investigation and/or lower quality concrete is used in
the manufacture of the blocks. For example, the interface concrete surfaces should be free of
debris before placement of grid and blocks in order to minimize abrasion to the grid and to
maximize the frictional resistance that is developed at the concrete block-grid interface.

It is very important thatproductionblockshaveuniformdimensions so that there is no step-
ping at the block joints that can lead to non-uniform frictional resistance at the block-grid in-
terface, pinching of the grid at the block edges and possibly fracture of the concrete units.

Summary of conclusions

Alaboratory testing programwas carried out to evaluate themechanical/frictional connec-
tion performance of Big Block modular block facing units in combination with Stratagrid 350
polyester grid frictional connection configuration. The following conclusions can be drawn:

1. The peak connection capacity between Big Block units and Stratagrid 350 for walls be-
tween 5.5 and 29.9 feet in height ranged between 20 and 32% of the index tensile strength
of 4350 lb/ft in themachine direction (basedonASTMD6637methodof test and reported
in the 2007 Geosynthetics Specifier’s Guide, published December 2006).

2. The trends in data for connection loads at 3/4 inch displacement and peak connection ca-
pacity have been plotted using linear curves. In addition, some variability in connection
capacity values was observed between nominal identical tests due to small differences in
setting up of the blocks and laying out of the geogrid reinforcement.

3. Caremust be taken during the installation of BigBlock units in order to prevent accumula-
tion of soil and rock debris at the concrete block-grid interface surfaces. This debris may
significantly reduce the capacity of the Big Block facing unit-grid system.
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4. The design envelope inFigure 3 is based on an interpretation of test data as recommended
in theNCMASegmental RetainingWall DesignManual (First Edition, 1993). The choice
of design connection strengths may vary from site to site and quality of construction in the
field may require lower design values than those taken from Figure 3.

P. Clarabut

R. J. Bathurst, Ph.D., P. Eng.
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Table 1:
Test Program:
Big Block unit with the frictional connection configuration -
Stratagrid 350 polyester geogrid

Test
number

approximate
wall height
(feet)

approximate
number of
blocks

normal
load
(lb/ft)

tensile capacity
(lb/ft)
at 3/4 inch
displacement

peak tensile
capacity (lb/ft)

1 15.2 10.1 3795 463 1086
2 5.5 3.7 1375 476 854
3 10.4 7.0 2612 604 1134
4 20.3 13.5 5076 443 1165
5 25.2 16.8 6308 489 1318
6 15.3 10.2 3820 493 1255
7 29.9 19.9 7471 569 1403
8 15.3 10.2 3823 551 1207
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1 Big Block 24 block 6 actuator support 11 reaction beam
2 Stratagrid 350 7 wire-line LVDT 12 computer controlled
3 loading platen 8 two hydraulic jacks hydraulic actuator
4 roller clamp 9 loading frame
5 lateral restraining system 10 spacers
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Figure 1: Schematic of large scale connection test apparatus showing
Big Block 24 block units and Stratagrid 350
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Figure 2: Connection capacity versus normal load for
Big Block tests with Stratagrid 350 using the
frictional connection configuration
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Figure 3: Preliminary design capacity envelope for
Big Block modular block units and Stratagrid
350 geogrid using the frictional connection
configuration

design envelope based on
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